
 

Textile floor coverings 

Textile floor coverings. Determination of the side length, squareness and 
straightness of tiles 

EN 994:2000 
(withdrawn) 

Machine-made textile floor coverings - Determination of thickness ISO 1765 

Textile floor coverings - Determination of thickness of pile above the 
substrate ISO 1766 

Textile floor coverings - Methods for determination of mass ISO 8543 

Textile floor coverings. Determination of the mass per unit area of the 
use surface of needled floor coverings EN 984 

Carpets - Determination of number of tufts and/or loops per unit length 
and per unit ISO 1763 

Textile floor coverings. Tiles. Determination of dimensional changes due 
to the effects of varied water and heat conditions and distortion out of 
plane 

EN 986 

Machine-made textile floor coverings - Determination of dimensional 
changes due to the effects of varied water and heat conditions ISO 2551 

Textile floor coverings - Determination of thickness loss after brief, 
moderate static loading ISO 3415 

Carpets - Determination of tuft withdrawal force ISO 4919 

Textile floor coverings. Tests using the Lisson Tretrad Machine EN 1963 

Textile floor coverings - Production of changes in appearance by means 
of Vettermann drum 

ISO 10361:2000 
(withdrawn) 

Textile floor coverings. Castor chair test EN 985 

Textile floor coverings. Determination of resistance to damage at cut 
edges using the modified Vettermann drum test EN 1814 

Textile floor coverings. Assessment of changes in appearance EN 1471 

Resilient and laminate floor coverings. Castor chair test EN 425 

 


